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Standard Test Method for
Fatigue Properties of Adhesives in Shear by Tension
Loading (Metal/Metal) *

This standard is issued under the fixed designation D 3166; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope axial load. The cyclic rate and type of equipment (constant load
1.1 This test method covers the measurement of fatigu€f constant displacement) can influence test results. For this

strength in shear by tension loading of adhesives on a standaf@@son, the cyclic rate and equipment should be specified in the

specimen and under specified conditions of preparation, loadraterial specification. When no cyclic rate is specified 1800

ing, and testing. cycles/min |s_recommended._ Emplo_y suitable grips and_Jaws S0
1.2 This standard does not purport to address all of thethat the specimen can be gripped tightly and held in alignment

safety concemns, if any, associated with its use. It is theéS the load, accurate withn2 %, is applied.

responsibility of the user of this standard to establish appro-4

priate safety and health practices and determine the applica- " Test Specimens

bility of regulatory limitations prior to use. _6.1 Use test specimens_confo_rming to th_e shape and c_Jimen-
sions shown in Fig. 1, having grip ends suitable for use in the
2. Referenced Documents particular testing machine. These specimens are similar to the
2.1 ASTM Standards: tension lap-shear specimens described in Test Method D 1002.
D 907 Terminology of Adhesivés 6.2 Test at least 25 specimens shall be tested, representing at

D 1002 Test Method for Apparent Shear Strength of Singlel€ast 4 different panels. N _ _
Lap-Joint Adhesively Bonded Metal Specimens by Ten- 6-3 Prepare, cut, finish, and condition the specimens in the

sion Loading (Metal-to-Metaf) same manner as for Test Method D 1002. Employ an overlap of
9.5 mm (0.38 in.) for 1.63-mm (0.064-in.) aluminum alloys.
3. Terminology Ensure that the dimensions of other materials are such that
3.1 Definitions—Many terms in this test method are defined failures occur in the bond. (An overlap of 12.7 mm (0.50 in.)
in Terminology D 907. for 6.4-mm (0.25-in.) thick nonmetals should be used if
possible.)

4. Significance and Use
7. Procedure

4.1 While this test method is intended for use in metal-to- ) » . )
metal applications it may be used for measuring the fatigue 7-1 Unless otherwise specified, test the specimens in an
properties of adhesives using plastic adherends, providedfmosphere maintained at 504 % relative humidity and 28
consideration is given to the thickness of the plastic adherendd.1°C (73.5= 2°F). Precondition the specimens for at least 16
Doublers may be required for plastic adherends to preverﬂ-
bearing failure in the adherends. 7.2 Place the specimen in the jaws of the testing machine

4.2 A variation in the thickness of the adherends car@nd grip tightly so that the specimen and the jaws are perfectly
influence the test results. For this reason, the thickness of tr@ligned in such a position that an imaginary vertical line would
sheets used to make the test specimens should be specifiedP@ss through the center of the bonded area and through the
the material specification. When no thickness is specified0ints of suspension (Fig. 1). Ensure that the edge of the lap is

metal adherends 1.63 mm (0.064 in.) thick are recommended>-4 mm (1 in.) from the edge of the grip. Apply the cyclic
load, ranging from a maximum to approximately 10 % of the

5. Apparatus maximum, and check periodically. The maximum load selected

5.1 Testing Machingcapable of applying a sinusoidal cyclic Will (_jepend upon the_z stre_ngth of the adhesive in shear tension
loading and the desired life.

* This test method is under the jurisdiction of ASTM Committee D-14 on 7.3 Testfive speC|rr_1ens each at ﬂ\_/e or more maxmum loads

Adhesives and is the direct responsibility of Subcommittee D14.80 on Metaiselected such that failures occur with regular spacing over a

Bonding Adhesives. range varying from at least 10 000 000 cycles to not less than
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