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Per. Ne 9137

CraHpapTHasa meToAuKa AnA pe3uHbl. MaTtepuansl,
obopyaoBaHue U npoueaypbl AN NPUroToBNEHUs
CTaHAAPTHLIX PE3MHOBLIX CMecel U CTaHAAPTHbIX
BYJNKaHU30BaHHbIX NIUCTOB

Standard Practice for Rubber — Materials, Equipment and Procedures for Mixing Standard Compounds and
Preparing Standard Vulcanized Sheets
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Homep peructpauumn: 9137/ASTM D
[ata pernctpauyun: 21.02.2017

O6o3HavyeHune cTaHgapTa ASTM D3182-16 Ha pyCCKOM fi3blKe
OpraHnzauums: MK 6 TK 160
MepeBoaumk: MK 6 TK 160

PepakTtop: MK 6 TK 160
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