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CTAHJIAPTHBIH METOJ OINPEJAEJIEHUSA TOYKH
PASMSATYEHUS ACOAJTBTA U BUTYMA (METOA METTJIEPA
C UCITOJIb30OBAHUEM YALIKHA U HIAPUKA)

STANDARD TEST METHOD FOR SOFTENING POINT OF
ASPHALT AND PITCH (METTLER CUP-AND-BALL METHOD)
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