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INTERNATIONAL
Standard Performance Specification for
Men’s and Boys’ Knitted Dress Suit Fabrics and Knitted
Sportswear Jacket, Slack, and Trouser Fabrics
This standard is issued under the fixed designation D 3782; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This performance specification covers men’s and boys’ knitted dress suit and knitted sportswear jacket, slack, and trous
fabrics composed of any textile fiber or mixture of textile fibers.

1.2 This performance specification is not applicable to knitted fabrics used for interlinings.

1.3 These requirements apply to the length and width directions for those properties where fabric direction is pertinent.

2. Referenced Documents

2.1 ASTM Standards:
D 123 Terminology Relating to Textilés

1 This specification is under the jurisdiction of ASTM Committee D-13 on Textiles and is the direct responsibility of Subcommittee D13.56 on Perfatandacds

for Textile Fabrics.
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