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superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This test method is intended to differentiate, in a preliminary fashion, among materials with respect to their resistance to

1 This test method is under the jurisdiction of ASTM Committee D09 on Electrical and Electronic Insulating Materials and is the direct responsibility of Subcommittee
D09.212 on Fire Performance Standards. Electrical Tests.
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