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€' Note—Keywords were added editorially in June 1995.

1. Scope TABLE 1 Sampling Plan

1.1 This practice covers a uniform procedure for sampling Note 1—The sampling plan is based on Inspection Level Ill, ANSI
lots of solid synthetic rubbers. Raw synthetic rubber generallyZ1.9, and an Acceptable Quality Level of 2.5 %.

is marketed in bales or packages of various sizes. Allowable

1.2 A procedure for determining the acceptability of lots of Lot Size, kg (Ib) Number of ~ Q Value, ~ Percent

. . . . R ’ Samples minA Defective,
synthetic rubber is given. This procedure is based on a maxE
variables sampling plaq. ) . ,300 to 4000 (660 to 8800) 3 112 7.6
1.3 The sample size is based on the assumption of a visuallpo1 to 6500 (8801 to 14 300) 4 1.17 10.9
homogeneous material. If obvious heterogeneity exists, thesolto 10 100 (142 301 to 24 200) ) 5 124 9.8
; 11 001 to 18 000 (24 201 to 39 700 7 133 8.4
number of samples shall ,be |ncre-ased. 18 001 to 30 000 (39 701 to 66 100) 10 1.41 7.3
1.4 The values stated in S| units are to be regarded as thg 0oz to 50 000 (66 101 to 110 200) 15 1.47 6.6
standard. 50 001 to 80 000 (110 201 to 176 400) 20 151 6.2

1.5 This standard does not purport to address all of the “Minimum value of Q for quality characteristics having single specification limit.

safety concerns. if any. associated with its use. It is the BMaximum allowable percent defective for quality characteristics having both
- ! ’ . . Upper and lower specification limit.

responsibility of the user of this standard to establish appro-

priate safety and health practices and determine the applica- 4.2.1 Bales—From each sample bale selected, cut one 600

bility of regulatory limitations prior to use. to 1500-g test portion of rubber, depending on the tests to be
made. Each test portion is tested separately. Cut the test portion
2. Referenced Documents through the entire bale, normal to the bale surfaces of the
2.1 ANSI Standard: largest area without the use of lubricant. Remove polyethylene
Z1.9 Sampling Procedures and Tables for Inspection byilm, paper, talc, or other extraneous surface material prior to
Variables for Percent Defectite testing. Unless the test portion is to be tested immediately,
place it in an airtight container of not more than twice the
3. Significance and Use volume of the test portion, or wrap it tightly in two layers of

3.1 The sampling plan is intended for referee purposes onlgluminum foil until tested.
in establishing the properties or quality of a lot or shipment of 4.2.2 Packages-From each sample package selected, re-

synthetic rubber. move between 600 and 1500 g of rubber depending on the tests
_ to be made. The rubber should be selected randomly from the
4. Sampling package and should be as free of surface material as practical.

4.1 Number of SamplesThe number of samples to be Unless the sample is to be tested immediately, place it in an
selected to represent the lot shall be determined by the size @frtight container.
the lot as indicated in Table 1. A sample bale or package ig | ot Acceptability

selected randomly from the lot for each sample required. .
y P au! 5.1 Each property of the lot is evaluated separately. The

Note 1—The sampling plan is more efficient for large lots. The risk for requirements of these tests are of two typé}tlfose having a
the producer and consumer decreases as the sample size increases. single limit such as a minimum or maximum an2) those
4.2 Removal of Test Portions having double limits, that is, a minimum and a maximum. A
quality index is calculated for each property tested, and from
[ this index, an estimate is made of the percent of the lot that is
1 This practice is under the jurisdiction of ASTM Committee D-11 on Rubber anddefective. If this percentage does not exceed the allowable

is the direct responsibility of Subcommittee D11.23 on Synthetic Rubbers. values shown in Table 1, the lot is considered acceptable.
Current edition approved April 26, 1985. Published June 1985. Originally 5.2 Quality Index Calculations

published as D 3896 — 80. Last previous edition D 3896 — 80. ’ . . . ..
2 Available from the American National Standards Institute, 11 W. 42nd St., 13th 5.2.1 Fora reqU|rement havmg a maximum |Imlt, calculate

Floor, New York, NY 10036. the quality index as follows:



