M O60o3nauenune D3900-17
!

INTERNATIONAL

CTAHIAPTHBIE METO/Ibl WCHBITAHUMA KAYUYKA —
OINIPEJAEJIEHUE 3TUJIEHOBBIX 3BEHBEB B COITIOJIMMEPAX
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ITUJIEH-ITPOITMJIEH-IUEHOBBIX TEPIIOJIMMEPAX (QIIAM)
C IOMOUBbIO UK-CHEKTPOMETPUU

STANDARD TEST METHODS FOR RUBBER —
DETERMINATION OF ETHYLENE UNITS IN ETHYLENE-
PROPYLENE COPOLYMERS (EPM) AND IN
ETHYLENE-PROPYLENE-DIENE TERPOLYMERS (EPDM) BY
INFRARED SPECTROMETRY
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