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1. Scope

1.1 This guide may be used to determine and confirm the
appropriate care label instructions for apparel, piece goods, and
other textile products excluding textile floor coverings and
upholstery.

1.2 This guide encompasses the following care procedures:
home laundering, commercial laundering, professional dry-
cleaning, and coin-operated drycleaning.

1.3 This guide includes provision for evaluating the com-
plete textile product and the product components.

1.4 This guide covers the performance characteristics as a
result of refurbishing that are important in determining the
acceptability of a textile product.

1.5 This guide is appropriate for the evaluation of all
garments and household textiles that are sold with care labels.

1.5.1 This guide may also be used in connection with the
evaluation of similar materials that do not have a care label.

1.6 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
D 123 Terminology Relating to Textiles2

D 3136 Terminology Relating to Care Labels for Textile
and Leather Products Other Than Textile Floor Coverings
and Upholstery2

2.2 AATCC Methods:
Technical Manual of the American Association of Textile
Chemists and Colorists

Method 188 Colorfastness to Sodium Hypochlorite Bleach
in Home Laundering3

2.3 Other Standards:
Federal Trade Commission Trade Regulation Rule.Care

Labeling of Textile Wearing Apparel and Certain Piece
Goods. Effective July 3, 1972, As Amended January 2,
1984 (cited as 16 CFR 423)4

The National Standard of Canada—Care Labeling of Tex-
tiles (CAN/CSGB-86.1-M91)5

3. Terminology

3.1 Definitions:
3.1.1 For definitions of other textile terms used in this guide,

refer to Terminology D 123. For definitions of terms related to
care instructions, refer to Terminology D 3136.

3.1.2 care instructions, n—in textiles, a series of directions
that describe practices which should refurbish a product
without adverse effects and warn against any part of the
directions which one could reasonably be expected to use that
may harm the items.

3.1.3 main components, n—in textiles, those sections of a
consumer product which constitute the largest continuous
homogeneous areas of the product that are typical of the
product.

4. Significance and Use

4.1 This is a guide to help a manufacturer distributor, or
importer establish a reasonable basis for care information.

4.2 The manufacturer, distributor, or importer should pos-
sess, prior to sale, reliable evidence that the product was not
harmed when refurbished reasonably often according to the
instructions. Additionally they should possess reliable evidence
that the product or a fair sample of the product would be
harmed when refurbished by methods warned against on the
label.

4.3 This guide is intended for general use by those who wish
to determine whether apparel or other textile products will
perform in an acceptable manner when the care instructions on
the label are followed.

4.4 Refurbished products are evaluated against previously
selected product performance specifications to determine
whether the products can be refurbished successfully by
following the instructions on the care label.

1 This guide is under the jurisdiction of ASTM Committee D13 on Textiles and
is the direct responsibility of Subcommittee D13.62 on Textile Care Labeling.
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