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This standard is issued under the fixed designation D 3955; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification lists covers the tests and values for electrical insulating varnishes, as supplied, which are suitable for the
impregnation and treatment of electrical coils and windings applied by dip process.

1.2 Varnishes, flexible or rigid, included in this specification are:
Grade DA—Air-dry
Grade DO—Organic solvent containing, baking,
Grade DM—Reactive diluent containing,
Grade DS—Silicone,
Grade DW—Water containing, and
Grade DT—Thixotropic.
1.3 The values stated in inch-pound units are to be regarded as the standard. The values given in parentheses are for information

only.

NOTE 1—This specification resembles IEC 60455 in title only. The content is significantly different.

1 This specification is under the jurisdiction of ASTM Committee D-9 D09 on Electrical and Electronic Insulating Materials and is the direct responsibility of Subcommittee
D09.01 on Electrical Insulating Varnishes, Powders, and Encapsulating Compounds.
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