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Woven Flat Lining Fabrics for Women'’s and Girls’ Apparel
This standard is issued under the fixed designation D 4114; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This performance specification covers woven flat fabrics comprised of any textile fiber or mixture of fibers to be used as
linings for women’s and girls’ apparel.

1.2 This performance specification is not applicable to woven pile, woven fusible, fire-bonded fusible, sliver-knit pile, and
sheepskin lining fabrics.

1.3 These requirements apply to the length and width directions for those properties where fabric direction is pertinent.

1.4 The following precautionary statement pertains only to the test methods portion, Section 7, of this specifib&tion.
standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility of the use
of this standard to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior
to use.

2. Referenced Documents
2.1 ASTM Standards:

* This specification is under the jurisdiction of ASTM Committee D-13 on Textiles and is the direct responsibility of Subcommittee D13:561 on RerRENEATTS
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