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Standard Practice for

Conditioning Containers, Packages, or Packaging

Components for Testing *

This standard is issued under the fixed designation D 4332; the number immediately following the designation indicates the year of

original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

' Note—The approval and publish dates in footnote 1 were corrected editorially in August 2001.

1. Scope

1.1 This practice provides for standard and special conditioning and testing atmospheres that may be used to simulate particular
field conditions that a container, package, or packaging component may encounter during its life or testing cycle.

1.2 This practice describes procedures for conditioning these containers, packages, or packaging components so that they may
reach equilibrium with the atmosphere to which they may be exposed.

1.3 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents
2.1 ASTM Standards:

1 This practice is under the jurisdiction of ASTM Committee D-10 on Packaging and is the direct responsibility of Subcommittee D10.23 on Naturalefnviest
Methods.
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