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CTAHJAPTHBIA METOJI OHNPEJEJEHUS PA3PBIBHOM
HAI'PY3KHU n YIJIMHEHUSA I'EOTEKCTHUJIbBHbBIX
MATEPUAJIOB IIYTEM 3AKUMA B TUCKHU

STANDARD TEST METHOD FOR GRAB BREAKING LOAD AND
ELONGATION OF GEOTEXTILES
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