LﬂHIP) O6o03HayeHue: D4671 — 21
|

¥
INTERNATIONAL

CtaHAapTHbLIN MeToA MUCMbITAaHUA MONMUYpPETaHOBOro chipba: OnpeaeneHue
HeHacbILWeHHOCTU NMOJINOSIOB

Standard Test Method for Polyurethane Raw Materials: Determination of
Unsaturation of Polyols
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