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1. Scope

1.1 This test method covers the determination by gas chromatography of 2,6-ditertiary-butyl para-cresol and 2,6-ditertiary-butyl
phenol in new and used insulating liquids at concentrations up to 0.5 %. It includes the determination in Type | and Il insulating
mineral oils as specified in Specification D 3487, but has also been used to measure these inhibitors in other insulating liquids, such
as esters and high fire-point hydrocarbons.

1.2 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:

D 923 Test Method for Sampling Electrical Insulating Liqufds

D 3487 Specification for Mineral Insulating Oil Used in Electrical Appar&tus

D 5222 Guide for High-Fire Point Electrical Insulating Oils of Petroleum Orfgin
E 260 Practice for Packed Column Gas Chromatogréphy

3. Summary of Test Method

3.1 The test specimen is placed onto a column containing activated alumina and extracted to remove interfering substances. The
inhibitors are then eluted from the column with suitable solvent and analyzed by gas chromatography. The inhibitor type and
guantity are determined by comparison of each component with a working standard tested under similar conditions.

4. Significance and Use

4.1 In new electrical insulating oil, this test method provides a quantitative measure of the amounts of 2,6-ditertiary-butyl
para-cresol and 2,6-ditertiary-butyl phenol that have been added to the oil. In a used oil, the test measures the amount of these
inhibitors remaining in the oil. This test method is suitable for manufacturing control, specification acceptance, and service
evaluation.

4.2 This test method is used to separate, identify, and quantify the inhibitors with minimal interference and matrix effects.

4.3 This test method has also been used successfully to determine the inhibitor concentrations in other insulating liquids such
as esters and high-temperature hydrocarbons.

5. Apparatus

5.1 Gas Chromatographequipped with oven temperature control constant to 1°C and with heated injector port.
5.1.1 Means to Record the Chromatogramsuch as a pen recorder or a digital integrator to determine peak areas, is
recommended. An automated sample injector may be used.
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