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STANDARD TEST METHOD FOR MECHANICALLY TAPPED
PACKING DENSITY OF FINE CATALYST PARTICLES AND
CATALYST CARRIER PARTICLES

®denepanbHoOe areHTCTBO
NO TEXHUYECKOMY PEerynimpoBaHuio n
meTponorum (PocctaHaapT)

OdBY «KB® «<MHTEPCTAHOAPT»

[MepeBog BbInonHeH: 06.02.2020
Ne: 3831-20/ASTM

MockBa

2020 roxa



