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CTAHJAPTHBIA METO/]I ONPEJEJEHUSA MPOYHOCTU HA
PA3PbLIB n OTHOCHUTEJIBHOI'O YIJIMHEHUSA
TEKCTWIBbHBIX TKAHEH (MCIBITAHUE HA PA3PLIB
MNOJIOCKU TKAHU MYTEM EE 3AKHUMA 110 BCEW LIUPUHE)

STANDARD TEST METHOD FOR BREAKING FORCE AND
ELONGATION OF TEXTILE FABRICS (STRIP METHOD)
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