NOTICE: This standard has either been superseded and replaced by a new version or withdrawn. Please
contact ASTM International (www.astm.org) for the latest information.

P Oo0o3nauenune D 5162 — 01
url’

L]
INTERNATIONAL

CTAHJIAPTHASI METOJMKA KOHTPO.JISI HECILUIOIITHOCTH
(MMPOMYCKOB) HEMTPOBOISIIMX 3ALIMTHBIX MTOKPLITHIT HA
METAJJIMYECKUX NOJJTOKKAX

STANDARD PRACTICE FOR DISCONTINUITY (HOLIDAY)
TESTING OF NONCONDUCTIVE PROTECTIVE COATING ON
METALLIC SUBSTRATES

3APETUCTPUPOBAHO

(I)ezlepa.ﬂbnoe areHTrcrBo
IO TCXHUYIECCKOMY PEryjimpoBaHuIo
H METPOJIOIrHHA

OI'Y «KBO® «MHTEPCTAHIAPT»

Howmep perucrpanuu: 0723-07/ASTM
JlaTa perucrpanun: 26.04.2007

MockBa

2007 rox



