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This standard is issued under the fixed designation D 5282; the number immediately following the designation indicates the year of
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1. Scope D 4652 Specification for Silicone Fluid Used for Electrical

1.1 These test methods cover screening for the compatibility Insulatior?

of cqnstructlon materials with silicone fluid for use in electrical 3. Significance and Use
equipment.

1.2 The values stated in Sl units are to be regarded as the 3-1 The magnitude of the changes in the electrical properties
standard. of the silicone fluid is of importance in determining the

1.3 This standard does not purport to address all of theCcontamination of the fluid by the test specimen.
safety problems, if any, associated with its use. It is the 3.2 Physical and chemical changes in the fluid, such as color

responsibility of the user of this standard to establish alopro_and acidity, a]so indicate so[ubility or other adverse effects of
priate safety and health practices and determine the applicath® test specimen on the fluid.

bility of regulatory limitations prior to use. 3.3 Physical changes of the test specimen, such as hardness,
swelling, and discoloration, show the effect of the fluid on the
2. Referenced Documents test specimen and are used to determine the suitability of the
2.1 ASTM Standards: material for use in silicone fluid.
D 92 Test Method for Flash and Fire Points by Cleveland 3-4 A material meeting the criteria recommended does not
Open Cup necessarily indicate suitability for use in electrical equipment.
D 445 Test Method for Kinematic Viscosity of Transparent Other properties must also be considered. Additionally, certain
and Opagque Liquids materials containing additives may meet the requirements of
D 664 Test Method for Acid Number of Petroleum Productsthese test methods yet be unsatisfactory when subjected to
by Potentiometric Titratioh longer-term evaluations. _ _
D 877 Test Method for Dielectric Breakdown Voltage of ~3:5 These test methods may be used as a guide for testing
Insulating Liquids Using Disk Electrod®s the compatibility of materials for silicone fluids other than 50

D 924 Test Method for Dissipation Factor (or Power Factor)cSt poly-dimethyl siloxane fluid, but different criteria for
and Relative Permittivity (Dielectric Constant) of Electri- Judgment may be necessary.
cal Insulating Liquid3
D 974 Test Method for Acid and Base Number by CoIor-4' Apparatus )
Indicator Titratior? 4.1 Sample-Handling Appargtus
D 1169 Test Method for Specific Resistance (Resistivity) of 4:1.1 Oven forced draft, adjuszable to 12@ 1°C, and a
Electrical Insulating Liquid’ drying oven, adjustable to 105. o>°C. . .
D 2129 Test Method for Color of Clear Electrical Insulating =~ 4-1.2 Glass Containersl-L, fitted with glass or aluminum
Liquids (Platinum-Cobalt Scaf®) foil covers.
D 2225 Teﬁ?t Methods for Silicone Fluids Used for Electrical Nore 1—Other materials have been found to be suitable as covers.
Insulatio : . .
. R . 4.1.3 Fritted Glass Dispersion Tubgcoarse)
D 4559 Test Method for Volatile Matter in Silicone Fldid 4.2 Sample-Testing Apparatus
4.2.1 Tensile Strength-As specified in appropriate test
method.

1 These test methods are under the jurisdiction of ASTM Committee D-27 on 332 gardne$S_AIS ShpeCIerlsl_ln apprOpnatde tels.t method.
Electrical Insulating Liquids and Gases and are the direct responsibility of 2.3 |rr_1en3|ona C ange- _|crometer and caliper.
Subcommittee D27.07 on Physical Test. 4.2.4 Weight Change-Analytical balance.
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