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INTERNATIONAL

CTAHJAPTHBIA METOJ ONPEAEJEHUSI KAXKYIIEINCS
BSI3KOCTU  MOTOPHBIX MACEJ W BA3OBBIX
KOMITOHEHTOB ITPU TEMIEPATYPE OT -10°C A0 -35°C C
MOMOIIBIO TPUBOPA, HWMHUTHUPYIOLUEIO 3AIMYCK
XOJOJHOI'O JBUTATEJS

STANDARD TEST METHOD FOR APPARENT VISCOSITY OF
ENGINE OILS AND BASE STOCKS BETWEEN -10°C AND -35°C
USING THE COLD-CRANKING SIMULATOR
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