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This standard is issued under the fixed designation D 5340; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This test method covers the determination of airport pavement condition through visual surveys of asphalt-surfaced
pavements, including porous friction courses, and plain or reinforced jointed portland cement concrete pavements, using the
Pavement Condition Index (PCI) method of quantifying pavement condition.

1.2 The PCI for airport pavements was developed by the US Army Corps of Engineers through the funding provided by the US

1 This test method is under the jurisdiction of ASTM Committee D-4 D04 on Road and Paving Materials and is the direct responsibility of Subcommittee D04.39 on
Non-Destructive Testing of Pavement Structures.
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