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This standard is issued under the fixed designation D 5603; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This classification covers the compounding material commercially known as recycled vulcanizate particulate rubber.
Recycled vulcanizate particulate rubber is the product that results when vulcanizate rubber has been processed by some means to
obtain a desired particle size distribution.

1.2 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:

1 This classification is under the jurisdiction of Committee D-11 on Rubber and is the direct responsibility of Subcommittee D11.26 on Rubber Recycling.
Current edition approved Nov. 10, 1996. 2001. Published January 1997. 2002. Originally published as D 5603 - 96. Last previous edition D 5603 - 96.
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