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CtaHOapTHbIM METO4 MCNbITaHUA AONAa onpeaeneHUA aHTuaerpagaHToB
XUMMYECKUX BelwecTB B cocTaBe pe3nHbl — OnpepeneHne YUCTOTbI
aHTunperpagaHtoB  p-theHuneHanamuHa  (PPD)  BbicokoaddekTBHOMU
XUOKOCTHOM XpomaTtorpaduen

Standard Test Method for Rubber Chemical Antidegradants—Purity of p
-Phenylenediamine (PPD) Antidegradants by High Performance Liquid
Chromatography
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