m Oo6o3uauenune D 5890-11
ull

L]
INTERNATIONAL

CTAHJAPTHBIII METOJ  OINPEJAEJEHUSI WHJIEKCA
CBOBOJIHOT' O HABYXAHUS IJIMHUCTOr O
MMHEPAJIBHOI'O KOMIIOHEHTA B TEOCMHTETUYECKHX
IJIMHUCTBIX MPOKJIAJKAX (I'TI)

STANDARD TEST METHOD FOR SWELL INDEX OF CLAY
MINERAL COMPONENT OF GEOSYNTHETIC CLAY LINERS

denepanbHoOe areHTCTBO
0 TEXHUYECKOMY PEryJiMpoBaHuI0 U METPOJIOTHH
(PoccTannapr)

DOBY «KB® <MHTEPCTAHIAPT»

IlepeBon BeimonHen: 21.02.2017
Ne: 3091-17/ASTM

MockBa

2017 rox



