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CtaHpgapTHOE NMpaKTU4YecKoe PYKOBOACTBO MO NMPOBEAEHUID UCMbITAaHUW Ha
penakcauuio HanpsbkeHUs CbIPOro Kayudyka, HeBYJIKAaHU3NPOBaHHbIX
Pe3nHOBbLIX CMecen U TepMONJIaCTUYHbIX 3NacTOMepoOB

Standard Practice for Stress Relaxation Testing of Raw Rubber,
Unvulcanized Rubber Compounds, and Thermoplastic Elastomers
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