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This standard is issued under the fixed designation D 6155; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers the use of coarse aggregates not traditionally used in bituminous paving mixtures. These
nontraditional aggregates can be described as any aggregate other than those described in Specifications D 692, D 693, D 1139,
and D 5106, (crushed stone, crushed hydraulic-cement concrete, crushed blast-furnace slag, steel furnace slag, and crushed gravel)
suitable for use in bituminous paving mixtures, as described in Specifications D 3515 or D 4215.

1.2 The values stated in SI units are to be regarded as the standard. The inch-pound units given in parentheses are for
information only.

2. Referenced Documents

2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee D-4 D04 on Road and Paving Materials and is the direct responsibility of Subcommittee D04.50 on
Aggregate Specifications.
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