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INTERNATIONAL

Standard Test Methods for

Determination of Trace Elements in Coal, Coke, and
Combustion Residues from Coal Utilization Processes by
Inductively Coupled Plasma Atomic Emission Spectrometry,
Inductively Coupled Plasma Mass Spectrometry, and
Graphite Furnace Atomic Absorption Spectrometry’

This standard is issued under the fixed designation D6357; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (¢) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 These test methods pertain to the determination of
antimony, arsenic, beryllium, cadmium, chromium, cobalt,
copper, lead, manganese, molybdenum, nickel, vanadium, and
zinc in coal and coke. These test methods can also be used for
the analysis of residues from coal combustion processes.

Norte 1—These test methods may be applicable to the determination of
other trace elements.

1.2 The values stated in SI units are to be regarded as
standard. The values given in parentheses after SI units are
provided for information only and are not considered standard.

1.2.1 All percentages are percent mass fractions unless
otherwise noted.

1.3 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety, health, and environmental practices and deter-
mine the applicability of regulatory limitations prior to use.

1.4 This international standard was developed in accor-
dance with internationally recognized principles on standard-
ization established in the Decision on Principles for the
Development of International Standards, Guides and Recom-
mendations issued by the World Trade Organization Technical
Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:*
D121 Terminology of Coal and Coke

! These test methods are under the jurisdiction of ASTM Committee D05 on Coal
and Coke and are the direct responsibility of Subcommittee D05.29 on Major
Elements in Ash and Trace Elements of Coal.
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D346 Practice for Collection and Preparation of Coke
Samples for Laboratory Analysis

D1193 Specification for Reagent Water

D2013 Practice for Preparing Coal Samples for Analysis

D3173 Test Method for Moisture in the Analysis Sample of
Coal and Coke

D3174 Test Method for Ash in the Analysis Sample of Coal
and Coke from Coal

D3180 Practice for Calculating Coal and Coke Analyses
from As-Determined to Different Bases

D7448 Practice for Establishing the Competence of Labora-
tories Using ASTM Procedures in the Sampling and
Analysis of Coal and Coke

D7582 Test Methods for Proximate Analysis of Coal and
Coke by Macro Thermogravimetric Analysis

E691 Practice for Conducting an Interlaboratory Study to
Determine the Precision of a Test Method

2.2 Other Documents:*

EPA/600/4-91/010 Methods for the Determination of Metals
in Environmental Samples

3. Terminology

3.1 Definitions—Definitions applicable to these test meth-
ods are listed in Terminology D121.

4. Summary of Test Method

4.1 The coal or coke to be analyzed is ashed under con-
trolled conditions, digested by a mixture of aqua-regia and
hydrofluoric acid, and finally dissolved in 1 % nitric acid.
Combustion residues are digested on an as-received basis. The
mass concentration of individual trace elements is determined
by either inductively coupled plasma atomic emission spec-
trometry (ICPAES) or inductively coupled plasma mass spec-
trometry (ICPMS). Selected elements that occur at mass
concentrations below the detection limits of ICPAES can be

3 Available from Superintendent of Documents, U.S. Printing Office,
Washington, DC 20402.
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