QH”) Designation: D 6473 — 99

Standard Test Method For
Specific Gravity And Absorption of Rock For Erosion
Control *

This standard is issued under the fixed designation D 6473; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope 3.2.1 absorption—the increase in the mass of rock due to

1.1 This test method covers the determination of specifi®vater in the pores of the material, but not including water
gravity and absorption of rock for erosion control, Common|yadher|ng to the outside surface of the particles. Absorption is
referred to as riprap or armor stone. The specific gravity magxPressed as a percentage of the dry mass. The rock is
be expressed as bulk specific gravity or apparent Speciﬁgon&der_ed “d_ry” if it has been m_al_ntalned in an environment
gravity. Bulk specific gravity and absorption are based on 40r sufficient time to remove all visible water. _
24-h soaking time for the rock specimens tested. _3.2.2 apparent specific grawty—t_he ratio of (1) the mass in

1.2 The use of reclaimed concrete and other materials @' of a given volume of the impermeable portion of a
beyond the scope of this test method. permeable material (that is, the solid matter including its

1.3 The values stated in Sl units are to be regarded as tHEPermeable pores or voids) at a stated temperature to (2) the
standard. mass of an equal volume of distilled water at the same stated

1.4 This standard does not purport to address all of thet€mperature. The value is dimensionless. o
safety concerns, if any, associated with its use. It is the 3.2.3 bulk specific gravity-the ratio of (1) the mass in air of
responsibility of the user of this standard to establish appro-2 9iven volume of a permeable solid (including both permeable
priate safety and health practices and determine the applica?nd impermeable voids within the material) at a stated tem-

bility of regulatory limitations prior to use. perature, to (2) the mass in air of an equal volume of distilled
water at the same stated temperature. The value is dimension-
2. Referenced Documents less.
2.1 ASTM Standards: 3.2.4 bulk specific gravity (saturated surface-dry) (SSP)
C 127 Test Method for Specific Gravity and Absorption of the ratio of (1) the mass of a given volume of permeable solid,
Coarse Aggregate (including the mass of water within the saturated permeable
D 653 Termino'ogy Re'ating to SoiL Rock, and Containedvoids) filled to the extent achieved by Submerging in water for
Fluids approximately 24 h at the stated temperature to (2) the mass of

D 3740 Practice for Minimum Requirements for Agenciesan equal volume of water at the same stated temperature. The
Engaged in the Testing and/or Inspection of Soil and Rockalue is dimensionless.
as Used in Engineering Design and Construction 3.2.5 specific gravity—the ratio of (1) the mass in air of a

D 4753 Specification for Evaluating, Selecting, and Specigiven volume of solid at a stated temperature to (2) the mass of
fying Balances and Scales for Use in Testing Soil, Rockan equal volume_ of _distille_d water at the same stated tempera-
and Related Construction Materials ture. The value is dimensionless.

D 4992 Practice for Evaluation of Rock to Be Used for

Erosion Contrdl 4. Summary of Test Method

4.1 An air-dried specimen (block, chunk, or slab) of rock is
3. Terminology submerged in water for 24 h after which it is weighed while
3.1 Definitions—Definitions for terms in this test method Still submerged. It is then removed from the water, dried to a
shall be in accordance with Terminology D 653 except as notegurface dry condition, and weighed again. Finally it is dried in
in 3.2. an oven for a specified length of time and weighed again. The
3.2 Definitions of Terms Specific to This Standard: initial mass and increase in mass are used to determine the
specimen’s specific gravity and percentage of water absorbed.

Note 1—Immersion durations other than the 24-h period have been
sed. Specimens in those tests have been immersed in increments over a
our-day period. Test results indicate a higher percentage of water

1 This test method is under the jurisdiction of ASTM Committee D-18 on Soil
and Rock and is the direct responsibility of Subcommittee D18.17 on Rock an
Erosion Control.

Current edition approved Nov. 10, 1999. Published February 2000. absorption than the 24 h test. Negligible differences in bulk specific
2 Annual Book of ASTM Standardgol 04.02. gravity were measured after one-day soaking and four-day incremental
3 Annual Book of ASTM Standardgol 04.08. soakings.
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