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CTAHJAPTHBIA METOJI ONPEJEJEHMSI CPEJIHEM
MPOYHOCTH CBSI3U HA OTCJAUBAHUE MEJKIY BEPXHUM
A HWKHUM CJOSIMU HETKAHBIX HIJONPOBUBHBIX
FEOCUMHTETMYECKNUX BEHTOHMTHBIX W3O0JISIHMOHHbIX
KOBPOB

STANDARD TEST METHOD FOR DETERMINING AVERAGE
BONDING PEEL STRENGTH BETWEEN TOP AND BOTTOM
LAYERS OF NEEDLE-PUNCHED GEOSYNTHETIC CLAY
LINERS
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