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Standard Practice for
Determining the Presence of Sizing in Nylon or Polyester
Fabric 1

This standard is issued under the fixed designation D 6613; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 Using a color scale of 1 to 5, this practice describes the procedures for determining the presence and relative amount of
sizing in fabrics made of undyed nylon or non-cationically dyeable polyester yarns prepared with a cationically dyeable sizing

1.2 Procedures and apparatus other than those stated in this standard may be used by agreement of purchaser and supplier with
the specific deviations from the standard acknowledged in the report.

1.3 This practice may involve hazardous materials, operations, and equipment. This practice does not purport to address all
of the safety concerns, if any, associated with its use. It is the responsibility of the user of this practice to establish appropriate
safety and health practices and determine the applicability of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:

1 This practice is under the jurisdiction of ASTM Committee D13 on Textiles and is the direct responsibility of Subcommittee D13.20 on Inflatable Restraints.
Current edition approved May April 10, 20012. Published August 2001. June 2002. Originally published as D 6613–00. Last previous edition D 6613–001.
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