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1. Scope*

1.1 This test method is used to determine the degree and rate

of aerobic biodegradation of plastic materials (including for-

mulation additives) exposed to pre-grown population of at least

ten aerobic marine microorganisms of known genera or the

indigenous population existing in natural seawater. The test

method is conducted under controlled laboratory conditions.

1.2 This test method is designed to index polymer materials

that are possibly biodegradable, relative to a positive reference

material, in an aerobic environment.

1.3 This test method is applicable to all polymer materials

containing at least 20 % carbon that are not inhibitory to the

microorganisms present in a marine environment.

1.4 The values stated in SI units are to be regarded as the

standard.

1.5 There is no known ISO equivalent to this standard.

1.6 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability of regulatory limitations prior to use.

1.7 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D618 Practice for Conditioning Plastics for Testing

D883 Terminology Relating to Plastics

D1193 Specification for Reagent Water

D2593 Test Method for Butadiene Purity and Hydrocarbon

Impurities by Gas Chromatography

D4129 Test Method for Total and Organic Carbon in Water

by High Temperature Oxidation and by Coulometric

Detection

3. Terminology

3.1 Definitions of Terms Specific to This Standard—

Definitions of terms applying to this test method appear in

Terminology D883.

4. Summary of Test Method

4.1 This test method consists of the following:

4.1.1 Selecting and characterizing (carbon content, molecu-

lar weight) plastic materials for testing,

4.1.2 Preparing a uniform inoculum of various isolated

marine microorganisms, or obtaining a natural sea water

sample (with added inorganic nutrients) for the test relying on

the microbes present as the inoculum.

4.1.3 Exposing the test materials to the inoculum,

4.1.4 Using a respirometer to measure the total biogas

(CO2) produced as a function of time, and

4.1.5 Assessing the degree of biodegradability.

4.2 Biodegradability is assessed by determining the propor-

tion of polymer-C converted to biogas-C. The percent of

theoretical gas production, expressed as a fraction of the

measured or theoretical carbon content of the test material, is

reported as a function of time.

5. Significance and Use

5.1 The use of plastics aboard ships is on the rise and the use

of the sea as a trash dumping site is no longer a possibility;

consequently, the disposal of plastic materials while at sea

remains a major issue. It is possible that biodegradable plastics

will help to allay public concern by allowing for the safe

disposal of plastic materials at sea. This test method has been

developed to assess the rate and degree of aerobic biodegra-

dation of plastics exposed to marine microorganisms. Aerobic
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