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INTERNATIONAL

CTAHJAPTHBIH METOJ HNPUIOTOBJEHUS BUTYMHBIX
OBPA3IIOB C IPUMEHEHUEM YCTPOUCTBA MAPIIAJLIIA

STANDARD PRACTICE FOR PREPARATION OF BITUMINOUS
SPECIMENS USING MARSHALL APPARATUS

3APEI'HCTPUPOBAHO

PenepanbHOE ATEHTCTBO
110 TEXHUYECKOMY PeryJIupOBaAHNIO
u metpoJioruu (Poccrangapr)

OBY «KB® «<MHTEPCTAHIAPT»

Howmep peructparuu: 2076-13/ASTM
Hara peructpamuu: 08.08.2013

MockBa

2013 roxa



