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CTAHIAPTHAA METOIUKA OIITHUMU3BAIINU, OBPABOTKHU
IHPOB, KAJIUBPOBKH n BAJIMJAIIIA METOJA0B
PEHTTEHO®JYOPECHEHTHOMU CHEKTPOMETPUU JJIs1
QJIEMEHTHOI'O AHAJIN3A HE®PTEINPOAYKTOB n
CMA3OYHbLIX MATEPHUAJIOB

STANDARD PRACTICE FOR OPTIMIZATION, SAMPLE
HANDLING, CALIBRATION, AND VALIDATION OF X-RAY
FLUORESCENCE SPECTROMETRY METHODS FOR
ELEMENTAL ANALYSIS OF PETROLEUM PRODUCTS AND
LUBRICANTS
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