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Standard Test Method for
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1. Scope

1.1 This test method covers the estimation of degree of

saturation of the brine content of cured (salt-preserved) hides

and skins containing 40 % or more moisture.

1.2 The values stated in inch-pound units are to be regarded

as standard. The values given in parentheses are mathematical

conversions to SI units that are provided for information only

and are not considered standard.

1.3 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability of regulatory limitations prior to use.

1.4 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2,3

D6715 Practice for Sampling and Preparation of Fresh or

Salt-Preserved (Cured) Hides and Skins for Chemical and

Physical Tests

E177 Practice for Use of the Terms Precision and Bias in

ASTM Test Methods

E691 Practice for Conducting an Interlaboratory Study to

Determine the Precision of a Test Method

3. Terminology

3.1 Definitions:

3.1.1 The terms and definitions employed within this test

method are commonly used in normal laboratory practice and

require no special comment.

4. Summary of Test Method

4.1 The moisture (volatile matter by oven drying) and ash

content of a composite hide or skin sample are determined. For

purposes of calculation the ash is assumed to be equivalent to

sodium chloride and the moisture is assumed to be equivalent

to water. The percent ratio of ash to moisture is calculated. This

ratio times 100 is divided by 35.9 (which is the percent salt to

moisture ratio in a saturated sodium chloride (brine) solution at

20 °C (68 °F)) to estimate the percent of saturation in the brine

solution in the hides or skins.

NOTE 1—A saturated solution of sodium chloride at 20 °C (68 °F)
contains 26.4 % by weight of NaCl. Therefore, in 100 g of that saturated
solution only 73.6 g (100 g to 26.4 g) is contributed by water. As such on
a weight basis, 100 parts by weight of water will dissolve 35.9 parts [(100
x 26.4)/73.6] by weight of NaCl.

5. Significance and Use

5.1 This test method is intended to evaluate whether suffi-

cient salt (NaCl) has been retained by the hides or skins to slow

down degradation by bacterial (enzymatic) action, and to slow

down autolysis by inherent enzymatic action, until they are

preserved by a tanning process.
NOTE 2—Osmosis occurs during brine curing because moisture is

drawn out by salt through the epidermis.4 Low moisture (< 40 %) in the
hides does not necessarily indicate poor cure. A hide may have low
moisture due to osmosis; to increased fat content; or to drying out
conditions. In all instances the hides would still show adequate cure if the
moisture was saturated to approximately 85 % salt, because the ash:
moisture ratio would be adequate.

6. Apparatus

6.1 Crucible, 30 mL to 50 mL, high-form, platinum or

porcelain. Prepare crucible by heating it for 15 min in a muffle

furnace set at 600 °C 6 25 °C. Cool in a desiccator before use.
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