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This standard is issued under the fixed designation D7583; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (´) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This test method is commonly referred to as the John
Deere Cavitation Test.2 The test method defines a heavy-duty
diesel engine to evaluate coolant protection as related to
cylinder liner pitting caused by cavitation.

1.2 The values stated in SI units are to be regarded as the
standard. The values given in parentheses are for information
only. The only exception is where there is no direct SI
equivalent such as screw threads, national pipe threads/
diameters, and tubing sizes.

1.3 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use. See Annex A1 for
general safety precautions.
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1 This test method is under the jurisdiction of ASTM Committee D15 on Engine
Coolants and Related Fluids and is the direct responsibility of Subcommittee D15.11
on Heavy Duty Coolants.
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2 American Society for Testing and Materials takes no position respecting the
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