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1. Scope

1.1 This guide lists fibers used to manufacture textile
products.

1.2 Specific groups of fibers are identified using tables of
standard classification.

1.2.1 Animal fibers are identified by commercial name,
biological name, end use, and geographic source.

1.2.2 Vegetable fibers are identified by commercial name,
botanical name, staple length or description, and geographic
source.

1.2.3 Mineral fibers are identified by commercial name,
mineralogical name, chemical description, and geographic
source.

1.2.4 Manufactured fibers are identified by commercial
name, generic name, and major component.

1.3 Major fiber types used for textile purposes are further
classified.

1.3.1 Manufactured fibers are identified as having either an
organic base or inorganic base.

1.3.2 Natural fibers are identified as having a cellulosic,
protein, or mineral base.

1.4 A glossary of generic names and definitions for manu-
factured fibers is included as additional information.

2. Referenced Documents

2.1 ASTM Standards:2

D123 Terminology Relating to Textiles
2.2 ISO Standards:
ISO 2076:1999 (E) Textiles–Man-made Fibers–Generic

Names
2.3 Other Documents:
Code of Federal Regulations, Title 16, Section 303.7

3. Terminology

3.1 For definitions of textile terms used in the guide see
Terminology D123.

4. Significance and Use

4.1 This guide is intended for use as a reference to improve
the understanding of the relationship between commercial
name, fiber identification and geographical regions of fiber
origins that make up the composition of textile products.

4.2 This guide is intended to be used as a source of
information only.

4.2.1 Detailed analysis, to verify specific data related to the
composition of a particular fiber, may be necessary.

5. Animal (Protein Base) Fibers

5.1 See Table 1.

TABLE 1 Animal (Protein-Base) Fibers

Commercial and Biological NameA Use Geographical Regions

ALPACA WOOL Llama glama textiles South America, North America
American ring tail Bassariscusbacus astutus soft brushes North America
Angora See Rabbit, Angora, Mohair
Badger Meles meles soft brushes Asia, Europe

CAMEL HAIR
h

Camelus dromedarius
Camelus bactrianus

textiles, soft
textiles, coarse

Asia
Asia

“Camel hair” See Squirrel soft brushes Asia, North America
CASHMERE HAIR Caprahircus sp (Goat) textiles Asia
Cattle hair Bos taurus upholstery Asia, Europe
“Civet,” “Black Sable” See Spotted Skunk
“Fitch” Mephitis mephitis et al (Skunk) soft brushes North America
Fox Vulpes fulva stuffing North America, Europe

1 This guide is under the jurisdiction of ASTM Committee D13 on Textiles and
is the direct responsibility of Subcommittee D13.92 on Terminology.
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