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Standard Specification for

Flexible, Retroreflective Sheeting for Use in High Visibility
Vehicle Markings1

This standard is issued under the fixed designation D8514/D8514M; the number immediately following the designation indicates the

year of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last

reapproval. A superscript epsilon (´) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers flexible, retroreflective sheet-

ing for use in high visibility markings to provide enhanced

daytime and/or nighttime visibility for use on emergency

response vehicles, utility vehicles, and similar vehicles.

1.2 Units—The values stated in either SI units or inch-

pound units are to be regarded separately as standard. The

values stated in each system may not be exact equivalents;

therefore, each system shall be used independently of the other.

Combining values from the two systems may result in noncon-

formance with the standard.

1.3 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability of regulatory limitations prior to use.

1.4 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

B117 Practice for Operating Salt Spray (Fog) Apparatus

B209/B209M Specification for Aluminum and Aluminum-

Alloy Sheet and Plate

B449 Specification for Chromates on Aluminum

D2794 Test Method for Resistance of Organic Coatings to

the Effects of Rapid Deformation (Impact)

D4956 Specification for Retroreflective Sheeting for Traffic

Control

E284 Terminology of Appearance

E308 Practice for Computing the Colors of Objects by Using

the CIE System

E808 Practice for Describing Retroreflection

E810 Test Method for Coefficient of Retroreflection of

Retroreflective Sheeting Utilizing the Coplanar Geometry

E811 Practice for Measuring Colorimetric Characteristics of

Retroreflectors Under Nighttime Conditions

E991 Practice for Color Measurement of Fluorescent Speci-

mens Using the One-Monochromator Method

E1247 Practice for Detecting Fluorescence in Object-Color

Specimens by Spectrophotometry

E1349 Test Method for Reflectance Factor and Color by

Spectrophotometry Using Bidirectional (45°:0° or 0°:45°)

Geometry

E2301 Test Method for Daytime Colorimetric Properties of

Fluorescent Retroreflective Sheeting and Marking Mate-

rials for High Visibility Traffic Control and Personal

Safety Applications Using 45°:Normal Geometry

E3165 Test Method for Nighttime Retroreflected Chromatic-

ity of Retroreflective Sheeting

G7/G7M Practice for Natural Weathering of Materials

G147 Practice for Conditioning and Handling of Nonmetal-

lic Materials for Natural and Artificial Weathering Tests

G151 Practice for Exposing Nonmetallic Materials in Accel-

erated Test Devices that Use Laboratory Light Sources

G155 Practice for Operating Xenon Arc Lamp Apparatus for

Exposure of Materials

2.2 Other Standards and References:

Publication No. 14/04 High Conspicuity Livery for Police

Vehicles, by Paul Harrison, Published by Police Scientific

Development Branch, UK Home Office, 2004

NFPA 1901 Standard for Automotive Fire Apparatus, 2016

49 CFR 571.108, Standard No. 108 Lamps, Reflective

Devices, and Associated Equipment

Report FA-336 / December 2013 Emergency Vehicle Safety

Initiative, U.S. Fire Administration, Federal Emergency

Management Administration, 2013

Report FA-323 / August 2009 Emergency Vehicle Visibility

and Conspiciuity Study, Federal Emergency Management

Administration, 2009

1 This specification is under the jurisdiction of ASTM Committee D04 on Road

and Paving Materials and is the direct responsibility of Subcommittee D04.38 on

Highway Traffic Control Materials.

Current edition approved June 1, 2023. Published June 2023. DOI: 10.1520/

D8514_D8514M-23.
2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or

contact ASTM Customer Service at service@astm.org. For Annual Book of ASTM

Standards volume information, refer to the standard’s Document Summary page on

the ASTM website.

Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959. United States

This international standard was developed in accordance with internationally recognized principles on standardization established in the Decision on Principles for the
Development of International Standards, Guides and Recommendations issued by the World Trade Organization Technical Barriers to Trade (TBT) Committee.

1

https://doi.org/10.1520/B0117
https://doi.org/10.1520/B0209_B0209M
https://doi.org/10.1520/B0209_B0209M
https://doi.org/10.1520/B0449
https://doi.org/10.1520/D2794
https://doi.org/10.1520/D2794
https://doi.org/10.1520/D4956
https://doi.org/10.1520/D4956
https://doi.org/10.1520/E0284
https://doi.org/10.1520/E0308
https://doi.org/10.1520/E0308
https://doi.org/10.1520/E0808
https://doi.org/10.1520/E0810
https://doi.org/10.1520/E0810
https://doi.org/10.1520/E0811
https://doi.org/10.1520/E0811
https://doi.org/10.1520/E0991
https://doi.org/10.1520/E0991
https://doi.org/10.1520/E1247
https://doi.org/10.1520/E1247
https://doi.org/10.1520/E1349
https://doi.org/10.1520/E1349
https://doi.org/10.1520/E1349
https://doi.org/10.1520/E2301
https://doi.org/10.1520/E2301
https://doi.org/10.1520/E2301
https://doi.org/10.1520/E2301
https://doi.org/10.1520/E3165
https://doi.org/10.1520/E3165
https://doi.org/10.1520/G0007_G0007M
https://doi.org/10.1520/G0147
https://doi.org/10.1520/G0147
https://doi.org/10.1520/G0151
https://doi.org/10.1520/G0151
https://doi.org/10.1520/G0155
https://doi.org/10.1520/G0155
http://www.astm.org/COMMIT/COMMITTEE/D04.htm
http://www.astm.org/COMMIT/SUBCOMMIT/D0438.htm

