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1. Scope

1.1 This test method covers the determination of the loss in

mass (exclusive of water) of oil and asphaltic compounds when

heated as hereinafter prescribed.

1.2 The values stated in either SI units or inch-pound units

are to be regarded separately as standard. The values stated in

each system may not be exact equivalents; therefore, each

system shall be used independently of the other. Combining

values from the two systems may result in nonconformance

with the standard.

1.3 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appro-

priate safety, health, and environmental practices and deter-

mine the applicability and regulatory limitations prior to use.

1.4 This international standard was developed in accor-

dance with internationally recognized principles on standard-

ization established in the Decision on Principles for the

Development of International Standards, Guides and Recom-

mendations issued by the World Trade Organization Technical

Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D5/D5M Test Method for Penetration of Bituminous Mate-

rials

E1 Specification for ASTM Liquid-in-Glass Thermometers

E145 Specification for Gravity-Convection and Forced-

Ventilation Ovens

3. Summary of Test Method

3.1 Fifty grams of material, spread out in a dish 55 mm in

diameter, is heated in moving air for 5 h at 163 °C [325 °F] and

the percent loss of mass determined along with a comparison,

before and after, of any other desired characteristics. This test

method provides only a relative measurement of the volatility

of a material under test conditions.

4. Significance and Use

4.1 This test method is useful in characterizing certain

petroleum products by the determination of their loss of mass

upon heating under standardized conditions.

5. Apparatus

5.1 Oven—The oven shall be electrically heated and shall

conform to the performance requirements of Specification

E145 Type I, Grade B, for operating temperatures up to 180 °C

[365 °F]. During the tests for compliance to Specification E145

requirements, the oven shelf, properly placed, shall be in place

and rotating. In addition, it shall also comply with the

following requirements:

5.1.1 Construction (Note 1)—The oven shall be rectangular

with minimum interior dimensions of 330 mm [13 in.] in each

direction. The oven shall have in front a tightly fitting hinged

door, which shall provide a clear opening substantially the

same as the interior height and width of the oven. The door

may contain a window with dimensions of at least 100 by 100

mm [4 by 4 in.], and with two sheets of glass separated by an

air space through which a vertical thermometer located as

specified in Section 8 may be read without opening the door; or

the oven may be provided with an inner glass door through

which the thermometer may be observed on opening the outer

door momentarily. The oven shall be adequately ventilated by

convection currents of air and for this purpose shall be

provided with openings for the entrance of air and for the exit

of heated air and vapors. Openings may be of any size and

arrangement provided the requirements of Specification E145,

Type I, Grade B, are met.

5.1.2 Rotating Shelf—The oven shall be provided with a

circular metal shelf having a minimum diameter of 250 mm

[9.8 in.]. (A recommended form of aluminum shelf is shown in
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