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This standard is issued under the fixed designation E 11; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers the requirements for design and construction of testing sieves using a medium of woven wire cloth
mounted in a frame for use in testing for the classification of materials according to designated particle size (See Note 1 and Note
2), and wire cloth, meeting the specifications of Table 1, to be designated test grade wire cloth. All subsequent references to wire
cloth shall mean test grade wire cloth. Methods for checking testing sieves and wire cloth for conformance to this specification
are included in the annex.

1 This specification is under the jurisdiction of ASTM Committee E-29 on Particle Size Measurement and is the direct responsibility of Subcommittee E29.01 on Sieves,
Sieving Methods, and Screening Media.
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