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This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This definitive test method covers the determination of manganese in manganese ore in the range from 15 to 60 %.

1.2 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
D 1193 Specification for Reagent Water

1 This test method is under the jurisdiction of ASTM Committee E-1 E01 on Analytical Chemistry for Metals, Ores, and Related Materials and is #apdinsittility
of Subcommittee E01.02 on Ores, Concentrates, and Related Metallurigical Materials.
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