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Standard Practice for

Surface Preparation and Structural Adhesive Bonding of
Precured, Nonmetallic Composite Facings to Structural
Core for Flat Shelter Panels *

This standard is issued under the fixed designation E 1307; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This practice covers the materials, processes, and quality controls to be used in the manufacture of durable adhesive bond
nonmetallic faced, flat sandwich panels for rigid wall relocatable shelters.

1.2 The values stated in Sl units are to be regarded as the standard. The inch-pound units in parentheses are for information or

1.3 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
C 297 Test Method for Tension Strength of Flat Sandwich Constructions in Flatwise? Plane

1 This practice is under the jurisdiction of ASTM Committee E-6 on Performance of Buildings and is the direct responsibility of Subcommittee EO&t&8ais ahd
Processes for Durable Rigidwall Relocatable Structures.
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