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Standard Practice for
Application of Sprayed Fire-Resistive Materials (SFRMs)  *
This standard is issued under the fixed designation E 1513; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope 3.2 Definitions of Terms Specific to This Standard:
1.1 This practice covers guidelines for application of 3.2.1 application n—an act of applying sprayed fire-
sprayed fiber and cementitious fire-resistive materials. resistive materials.

1.2 This practice is general in nature. It is not intended to 3-2.2 sprayed cementitious materjai— consisting of one
cover all requirements for application. or more binders, aggregates ar_1d fibers, the material is mixed
1.3 The values stated in both inch-pound and Sl units are t¥ith water to form a slurry and is conveyed through a hose to
be regarded separately as the standard. The values given @110zzle where compressed air is typically used to disperse the
parentheses are for information only. material into a spray pattern and directed to the substrate

1.4 This standard does not purport to address all of the'®quiring protection. _ _
safety concerns, if any, associated with its use. It is the 3-2.3 sprayed fire-resistive materials (SFRMj—materials
responsibility of the user of this standard to establish appro-that_ are sprayed onto substrates to provide fire-resistive pro-
priate safety and health practices and determine the applicalection of the substrates. . o
bility of regulatory limitations prior to useSpecific precau- 3.2.4 sprayed mineral fiber materiah— consisting of one

tionary statements are given in Section 10 and Note 2. or more binders, fibers gnd aggregates, the material is con-
veyed by low pressure air through a hose to a nozzle where it

2. Referenced Documents is mixed with atomized water and directed to the substrate

2.1 ASTM Standards: requiring protection.
E 119 Test Methods for Fire Tests of Building Construction
and Material$ _ _ _ _
E 605 Test Methods for Thickness and Density of Sprayed 4-1 This practice describes the procedures for selecting,
Fire-Resistive Material (SFRM) Applied to Structural SPecifying, applying, and testing SFRM.
Members
E 631 Terminology of Building Constructiohs . o . ]
E 736 Test Method for Cohesion/Adhesion of Sprayed Fire-_ ©-1 This practice is intended for use by the material speci-
Resistive Materials Applied to Structural Membgers fier, _g_ene_ral cont_ractor, appllcator, or any individual group
E 759 Test Method for Effect of Deflection of Sprayed requwmg_lnforma_\tlor_] rega_rdmg the application of SFRM.
Fire-Resistive Material Applied to Structural Memisers 5.2 Thls prac'qce is n.ot intended to replace the manufactur-
E 760 Test Method for Effect of Impact on Bonding of €rS” @pplication instructions.
l\SAF;rrzTi])éee(ilg Fire-Resistive Material Applied to Structural6_ Materials

E 1368 Practice for Visual Inspection of Asbestos Abate- 6.1 The SFRM shall be either sprayed fiber or cementitious
ment Projects types. The material shall be manufactured in accordance with

the manufacturer’'s specifications and quality control proce-
3. Terminology dures. The material shall be free of any contamination that
3.1 Definitions: could impair its performance.

3.1.1 Many items in this practice are defined in Terminology7 Storage and Handling
E 631. '

4. Summary of Practice

5. Significance and Use

7.1 All materials shall be delivered to the job site in clearly
- labeled, unopened bags. Labels shall include the manufacturer,

1 This practice is under the jurisdiction of ASTM Committee E06 on Perfor- product name, surface burning characteristics of the product
mance of Buildings and is the direct responsibility of Subcommittee E06.21 omgnd list of appropriate fire resistance classified assemblies in

Serviceability. : ;
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