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This standard is issued under the fixed designation E 1600; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

1. Scope E 1060 Practice for Interlaboratory Testing of Spectro-

1.1 This test method covers the determination of gold in ore _chemical Methods of Analysis
processing cyanide solution in the range from 0.3 to 10.0 E 1601 Practice for Conducting an Interl_aboratory Study to
Lg/mL of gold by direct aspiration into an atomic absorption ~ Evaluate the Performance of an Analytical Method
spectrophotometer. :
1.1.1 This test method may also be applied to cyanide Ieacﬁ' Termln.ollo.gy o ) .
solutions from metallurgical evaluation procedures. 3.1 Def|n|t|ons—For_def|n|t|ons of terms used in this test
1.2 This standard does not purport to address all of theMethod, refer to Terminology E 135.
safety concerns, if any, associated with its use. It is thql_ Summary of Test Method
responsibility of the user of this standard to establish appro- . ,
priate safety and health practices and determine the applica- 4:1 The sample solution is collected and preserved with
bility of regulatory limitations prior to useSpecific precau- S0dium hydroxide, if necessary, by careful adjustment of pH.
tions are given in 8.3, 8.5, Section 9, and 10.4.1.1. The test so_lut|on is f||_tered and gold content is determined by
flame atomic absorption spectrophotometry.
2. Referenced Documents

21 ASTM Standards: 5. Significance and Use

D 1193 Specification for Reagent Waker 5.1 In primary metallurgical processes for gold bearing ores,
D 1293 Test Methods for pH of Wafer gold is extracted with an alkaline cyanide solution. Metallur-
E 29 Practice for Using Significant Digits in Test Data to gical accounting, process control, and ore evaluation proce-
Determine Conformance with Specificatidns dures depend on accurate, precise, and prompt measurements
E 50 Practices for Apparatus, Reagents and Safety Precaflf the gold concentrations. _
tions for Chemical Analysis of Metes _5.2 This test method is a referee method for compllance
E 135 Terminology Relating to Analytical Chemistry for with compositional specifications for metal content. It is
Metals. Ores and Related Materfals assumed that all who use this procedure will be trained analysts
E 173 Practice for Conducting Interlaboratory Studies of@Pable of performing common laboratory procedures skill-
Methods for Chemical Analysis of Met&ls fully and safely. It is expected that work will be performed in
E 663 Practice for Flame Atomic Absorption Analysis @ Properly equipped laboratory and that proper waste disposal
E 882 Guide for Accountability and Quality Control in the Procedures will be followed. Follow appropriate quality con-
Chemical Analysis Laboratofy trol practices such as those described in Guide E 882.

E 1024 Guide for Chemical Analysis of Metals and Metal g

Bearing Ores by Flame Atomic Absorption Spectropho Interferences
tometr)% Y g P P 6.1 Elements normally found in ore processing cyanide

solutions do not interfere. Use of instrumental background
correction is required to compensate for nonspecific absorption

1This test method is under the jurisdiction of ASTM Committee EO1 on interferences in the flame.
Analytical Chemistry for Metal, Ores, and Related Materials and is the direct
responsibility of Subcommittee E01.02 on Ores, Concentrates, and Related MetaF. Apparatus
lurgical Materials. . . . .
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