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1. Scope

1.1 The tests described are methods for the accelerated aging and monitoring of the time-dependent performance of

1 This test method is under the jurisdiction of ASTM Committee E06 on Performance of Building Constructions and is the direct responsibility of Subcommittee E06.22
on Durability of Building Constructions.
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