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This standard is issued under the fixed designation F 655; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification provides construction details and a replacement procedure for the standard carpet and pad to be used when
testing vacuum cleaners.

1.2 The values stated in inch-pound units are to be regarded as the standard. The values given in parentheses are for information
only.

2. Referenced Documents

2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee F-11 on Vacuum Cleaners and is the direct responsibility of Subcommittee F11.21 on Cleanability.
Current edition approved May 10, 1996. Oct. 1, 2003. Published July 1996. October 2003. Originally published as F 655 – 80. approved in 1980. Last previous edition

approved in 1996 as F 655 – 896.
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This document is not an ASTM standard and is intended only to provide the user of an ASTM standard an indication of what changes have been made to the previous version. Because
it may not be technically possible to adequately depict all changes accurately, ASTM recommends that users consult prior editions as appropriate. Inall cases only the current version
of the standard as published by ASTM is to be considered the official document.
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