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Testing Materials for Aerospace Plastic Transparent
1
Enclosures
This standard is issued under the fixed designation F 790; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.
1. Scope TABLE 1 Property or Aspects of Aerospace Plastic Transparent

Enclosures

1.1 This guide is intended to summarize the standard test

methods available on individual and composite materials Property or Aspect

Test Method

utilized in fabrication of aerospace plastic transparent enclofbrasion Resistance .
e i g . brasion Resistance—Oscillating Sand
sures. As such, it is intended to specifically include transparerﬁbrasion Testing—Sizing Sand for

thermoplastics, transparent elastomers, and reinforced plastig®aring Strength

whether thermoplastic or thermosetting. ng (j"}‘nﬁz;‘r@es‘swnce

1.2 This guide is intended as an aid in the search for tesgrimeness Temperature—By Impact
methods pertinent to Aerospace Plastic Transparent Encl@hemical Resistance
sures. It should be understood that all methods listed may ng@eficient of Linear Thermal Expansion
ompressive Properties
apply to all enclosures. Electrical Insulating Material—DC Resistance or Conductance
1.3 The standards included refer to the properties or aspeckgctrical Insulating Material—Dielectric Breakdown Voltage

listed in Table 1. The properties or aspects are listed nﬁigg:g: :225:2::23 m2:::::E;;'i‘iglmpfoop”::;‘;s‘

alphabetical order and the descriptions used are intended {.cyical insulating Material—Impact Resistance
facilitate the search. Electrical Insulating Material—Rockwell Hardness

; Environmental Resistance
1.4 This standard does not purport to address all of theEXposure Apparatus Operation—Carbon ARC Type

safety concerns, if any, associated with its use. It is th&yposure Apparatus Operation—Fluorescent UV Type

responsibility of the user of this standard to establish appro-Exposure Apparatus Operation—Xenon ARC Type

; : ; i ~oFlow Rate
priate safety and health practices and determine the appllcaéhslSS Transition Temperature

bility of regulatory limitations prior to use. Hail Impact Resistance
Hardness—Barcol
2. Referenced Documents Hardness—Durometer
Heating Elements—Detection of Flaws
2.1 ASTM Standards: Ignition Loss
C 117 Test Method for Material Finer Than 75-um (No. Impact Resistance—Falling Weight
200) Sieve in Mineral Aggregates by Waskﬁng Impact Resistance—Falling Weight (Polycarbonate)

) . Index of Refracti
D 149 Test Method for Dielectric Breakdown Voltage and .2;@36, &;f;;;”saecﬁon

Dielectric Strength of Solid Electrical Insulating Materials Light Transmissivity

i Luminous Transmittance and Haze
at Commercial Power Frequendles Optical Angular Deviation

D 150 Test Methods for AC Loss Characteristics and Peroptical Angular Displacement—Multiple Images

mittivity (Dielectric Constant) of Solid Electrical Insula- Optical Binocular Disparity
tion® Optical Distortion and Deviation—Double Exposure
L. Optical Reflectivity
D 256 Test Methods for Determining the Izod Pendulumpee Resistance—Fioating Roller
Impact Resistance of Plastfcs Rubber Properties in Tension

D 257 Test Methods for DC Resistance or Conductance oiﬁrea;fhsif;g:;e_”ﬂgsgn Bonded Polycarbonate

Insulating Material® Shear Strength and Modulus—Interlayer Materials
Softening Temperature
Specific Gravity and Density

. . . . Specific Heat
* This guide is under the jurisdiction of ASTM Committee FO7 on Aerospace andstress Crazing

Aircraft and is the direct responsibility of F07.08 on Transparent Enclosures angtress Crazing

Materials. Tear Resistance
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