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Electrofusion Joining Polyolefin Pipe and Fittings
This standard is issued under the fixed designation F 1290; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope Fittings for Outside Diameter Controlled Polyethylene

1.1 This practice describes general procedures for making Pipe and Tubing
joints with polyolefin pipe and fittings by means of electrofu- 3
sion joining techniques. These should be regarded as general e L _ _ .
procedures and not as a substitute for the installation proce- 3-1 Deéfinitions—Definitions are in accordance with Termi-
dures specified by the manufacturers. Manufacturers should B¥109y F 412, and abbreviations are in accordance with Ter-

requested to supply specific recommendations for joining theiffinology D 1600, unless otherwise specified.
products. 3.2 Definitions of Terms Specific to This Standard:

3.2.1 control box—the apparatus placed between the power

NoTe 1.—Re.fe.rence to the manufacturer in this practice is defined as thggrce and the electrofusion fitting to regulate energy input to
electrofusion fitting manufacturer. the fitting.

1.2 The techniques covered are applicable only to joining o
polyolefin pipe and fittings of related polymer chemistry, for 4. Significance and Use
example, polyethylenes to polyethylenes using a polyethylene 4.1 Using the procedures in Sections 8 and 9, the manufac-
electrofusion fitting. Consult the manufacturer's recommendaturer’s instructions and equipment, pressure-tight joints can be
tions for compatibility of the electrofusion fitting with the made between manufacturer-recommended combinations of
specific pipe or fitting material to be joined. pipe that are as strong as the pipe itself.

1.3 The electrofusion joining technique described can pro- _
duce sound joints between polyolefin pipe and fittings, pro=: Operator Experience
vided that all products involved (that is, pipe and fittings) meet 5.1 Skill and knowledge on the part of the operator are
the appropriate ASTM specifications. required to obtain a good quality joint. Each operator shall be

1.4 This standard does not purport to address all of thequalified in accordance with recommended procedures and any
safety concerns, if any, associated with its use. It is theaegulatory agency or industry organization that has jurisdiction
responsibility of the user of this standard to establish appro-over these practices.
priate safety and health practices and determine the applica- 5.2 These procedures require the use of electrical and
bility of regulatory limitations prior to use. mechanical equipment. The person responsible for the joining
of polyolefin pipe and fittings should ensure that recommended
procedures developed for the electrofusion fittings involved,

Terminology

2. Referenced Documents

2.1 ASTM Standards: including the safety precaution to be followed, are issued
D 1600 Terminology for Abbreviated Terms Relating to before joining operations commence. It is especially important
Plasticg that the operator be aware of specific instructions regarding the

F 412 Terminology Relating to Plastic Piping Systéms use of electrical equipment in the presence of a potentially
F 1055 Specification for Electrofusion Type Polyethyleneexplosive environment.

6. Electrofusion Joining Processes

1 This practice is under the jurisdiction of ASTM Committee F-17 on Plastc 6.1 Electrofusion is a heat-fusion joining process where a
Piping Systems and is the direct responsibility of Subcommittee F17.20 on Joininctheat source is an integral part of the fitting. When electric
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