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This standard is issued under the fixed designation F 1887; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This procedure is intended to standardize a method of measuring the coefficient of restitution (COR) of baseballs and
softballs.

1.2 This procedure is established to provide a single, repeatable, and uniform test method.
1.3 This procedure is for a ball that is intended for use in the game of baseball or softball.
1.4 The test method is based on ball speed measurements before and after impact with either of two test surfaces: wood or metal.
1.5 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility

of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
D 1054 Test Method for Rubber Property–Resilience Using a Rebound Pendulum2

1 These test methods are under the jurisdiction of ASTM Committee F-08 on Sports Equipment and Facilities and is the direct responsibility of Subcommittee F08.26 on
Baseball and Softball Equipment and Facilities.
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