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Standard Specification for

Modified Stub ACME Thread Joint with Elastomeric Seal in

Plastic Piping Components’

This standard is issued under the fixed designation F2768; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (¢) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers a Modified Stub ACME
Thread Joint with an Elastomeric Seal used to seal the joint
components in plastic piping components, or (if applicable) to
components made of other non-plastic materials used for
plastic piping components used in turf irrigation systems.

1.2 This specification establishes requirements for dimen-
sions and gauging of Modified Stub ACME Thread and
Elastomeric seal.

1.3 Tapered pipe threads are not covered in this specifica-
tion.

Note 1—The terms “bottom out ” and “back off” are used to imply
complete engagement of the threaded connection and un-threading of the
connection and do not imply using a pipe wrench or other tools which
would damage plastic pipe and fittings.

1.4 The values stated in inch-pound units are to be regarded
as standard. No other units of measurement are included in this
standard.

1.5 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:*

D1600 Terminology for Abbreviated Terms Relating to Plas-
tics

F412 Terminology Relating to Plastic Piping Systems

F477 Specification for Elastomeric Seals (Gaskets) for Join-
ing Plastic Pipe

F1970 Specification for Special Engineered Fittings, Appur-
tenances or Valves for use in Poly (Vinyl Chloride) (PVC)

! This specification is under the jurisdiction of ASTM Committee F17 on Plastic
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or Chlorinated Poly (Vinyl Chloride) (CPVC) Systems

3. Terminology

3.1 Terminology is in accordance with Terminology F412
and abbreviations are in accordance with Terminology D 1600,
unless otherwise indicated.

4. Significance and Use

4.1 Connections made in accordance with these specifica-
tions consist of a Modified Stub ACME external and a
Modified Stub ACME internal thread, in addition to an
elastomeric seal. The threaded connections are intended to
provide limited radial movement of the internal and external
threaded components while maintaining a pressure tight and
leak-tight connection. Sealing is affected by the elastomeric
seal and not between the threaded parts in final assembly.

5. Classification

5.1 Thread Form—The form of thread profile specified in
this specification shall be known as the Modified Stub ACME
Thread Form. The relations as specified herein, for form of
thread and general notations are shown in Table 1 and Table 2.

5.2 Thread Designations—The type of pipe threads included
in this specification are designated by specifying in sequence
the nominal pipe size, number of threads per inch, and the
thread series symbols as follows: 11/2-10 Modified Stub ACME
which indicates a 1'% Iron Pipe Size, 10 threads per inch, right
hand, single thread. For left-hand threads add LH to the
designation, otherwise right-hand threads will be understood.
For example: 1V4-10 Modified Stub ACME -LH.

6. Dimensions and Tolerances
6.1 Female Threads:

6.2 Thread Starts—Machined—Feathered starts are pro-
duced by a 45° chamfer on the first thread when the thread is
cut with a tap or die. The depth of chamfer shall be from ¥ to
1V4 thread deep. Feathered starts are prone to crossing and
mutilation and shall not be molded.

6.3 Thread Starts—Molded—Internal and external molded
threads shall begin with a taper or blunt start. A pilot shall be
provided from the face of the fitting and at the entering end of
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